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PREFACE

This Standard was prepared by the Association’s Committee PL/21 on Unplasticized 
PVC Pipe, to supersede AS 1477.4—1973.
The Standard specifies requirements for unplasticized PVC post-formed bends for 
pressure applications, for use with pipes complying with AS 1477.1, Unplasticized 
PVC (UPVC) pipes and fittings for pressure applications (metric units). Part 1: UPVC 
pipes for pressure applications.
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