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with the preparation of this standard:

Associated Chambers of Manufactures of Australia
Australian Consumers Association
Australian Federation of Consumer Organizations
Australian Retailers Association
Australian Wool Corporation
Australian Wool Testing Authority
Carpet Manufacturers Federation of Australia
Cordage Institute of Australia
CSIRO, Division of Textile Physics
Department of Public Works, N.S.W.
Government Stores Department, N.S.W.
Ministry of Consumer Affairs, Victoria -s
Retail Furnishers Association of New South Wales Limited 
Royal Australian Institute of Architects 
University of New South Wales. ■
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This standard, prepared by Committee TX/9, Carpets, was approved on behalf of the 
Council of the Standards Association of Australia on 18 August 1977, and was 
published on 1 March 1978.

To keep abreast of progress in industry, Australian standards are regularly 
reviewed. Suggestions for improvements to published standards, addressed to the 
head office of the Association, are welcomed.

This standard was issued for public review as DR 74063.
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PREFACE

This standard for the sampling of textile floor coverings and for the preparation of test 
specimens from the sample was prepared by the Association’s Committee on Carpets, 
under the direction of the Textile Standards Board, for use in association with 
AS 2111, Methods of Test for Textile Floor Coverings.

The procedures are based on those specified in—
ISO 1957 Machine-made Textile Floor Coverings—Sampling and Cutting 

Specimens for Physical Tests
BS 4664 Methods of Sampling and Cutting Specimens for Physical Tests on 

Textile. Floor Coverings.
The techniques apply to the sampling and testing of commercially produced 

textile floor coverings both with and without pile.
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