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ACI Committee Reports, Guides, and Commentaries are 
intended for guidance in planning, designing, executing, and 
inspecting construction. This document is intended for the use 
of individuals who are competent to evaluate the significance 
and limitations of its content and recommendations and who 
will accept responsibility for the application of the material it 
contains. The American Concrete Institute disclaims any and 
all responsibility for the stated principles. The Institute shall 
not be liable for any loss or damage arising therefrom.

Reference to this document shall not be made in contract 
documents. If items found in this document are desired by 
the Architect/Engineer to be a part of the contract documents, 
they shall be restated in mandatory language for incorporation 
by the Architect/Engineer.

ACI 506.4R-19 supersedes ACI 506.4-94 and was adopted and published July 
2019.
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This document provides information on the evaluation of both 
dry-mix and wet-mix shotcrete. It is assumed throughout the docu-
ment that shotcrete is a method of placing concrete. However, for 
the sake of readability, the word “shotcrete” is often used either 
to identify the shotcrete process (method) or the shotcrete mixture 
(product) in the present document.

Evaluation of in-place shotcrete requires experience, education, 
and engineering judgment. This document serves as a guide for 
engineers, inspectors, contractors, and others involved in accepting, 
rejecting, or evaluating in-place dry- or wet-mix shotcrete.

Keywords: absorption and voids test; beam test; bond pullout test; density; 
drilled core test; end-beam tester; in-place density; mockup panel; nailing 
guns method; needle penetrometer; nondestructive testing; penetrating 
probe method; round panel test; soil penetrometer.
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CHAPTER 1—INTRODUCTION AND SCOPE

1.1—Introduction
The purpose of this guide is to present procedures that can 

be used to evaluate the quality and properties of the shotcrete 
mixture and in-place shotcrete. Considerable literature is 
available on procedures for testing fresh concrete, concrete 
specimens, and in-place concrete. Many procedures for the 
production and testing of concrete are covered in various 
ACI documents and ASTM standards. Many of these docu-
ments and procedures can be directly applied to shotcrete.

1.2—Scope
The scope of this guide is to present the most relevant test 

methods applicable to shotcrete along with recommenda-
tions for selecting the most appropriate methods and inter-
preting tests results.

This guide is divided into 12 chapters, ranging in content 
from the determination of mixture proportions to the evalu-
ation of hardened shotcrete through compressive strength 
tests or nondestructive tests methods. Each section can be 
read independently, making this guide suitable for learning 
about a specific topic. Efforts have been made not only to 
present the testing methods available, but also to guide 
the reader on the relevance of each method for a testing 
program. The document has been written to flow sequen-
tially; following some discussion regarding the planning of 
a testing program (Chapter 3), the reader will learn about 
testing for mixture proportions and freshly mixed shotcrete 
(Chapter 4). Chapters 5 through 9 are devoted to the testing 
of hardened shotcrete, while Chapter 10 offers insight into 
acceptance criteria for shotcrete. Chapters 11 and 12, respec-
tively, offer brief introductions to preconstruction trials and 
the evaluation of in-place shotcrete. Pertinent references are 
compiled in Chapter 13.

CHAPTER 2—DEFINITIONS
Please refer to the latest version of ACI Concrete Termi-

nology for a comprehensive list of definitions.

CHAPTER 3—PLANNING TESTING PROGRAM

3.1—General
To make effective use of testing, all parties involved 

should have a clear understanding of the purpose, use of the 
results, and final acceptance criteria. Testing programs can 
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